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	MSFC Problem Reporting and Corrective Action (PRACA) System

	WHOLE RECORD REPORT( + ADDENDUM)




	MSFC Record #
A00413 
	In-Flight Anomaly Number
-- 
	Contractor Report Number
P-030 
	JSC#
-- 
	KSC#
-- 

	Problem Title
LO2 ELBOW CASTING NOT TO MT'L SPEC 

	EICN#
-- 
	ELEMENT
ET 
	Contractor
MMMSS 
	FSCM#
-- 
	FCRIT
3 

	HCRIT
-- 
	Sys_Lvl
N 
	Misc Codes
A (1) B C D E F G H I J K L M N O 

	HARDWARE
EIM 
	NOMENCLATURE
N/A 
	PART#
N/A 
	SER/LOT#
N/A 
	MANUFACTURER
N/A 

	HARDWARE
LRU 
	NOMENCLATURE
N/A 
	PART#
N/A 
	SER/LOT#
N/A 
	MANUFACTURER
N/A 

	HARDWARE
NCA 
	NOMENCLATURE
LO2 ELBOW CASTING 
	PART#
82621011040 
	SER/LOT#
S/N 2,7,8 
	MANUFACTURER
WELLMAN DYN 

	Test/Operation
A - ATP 
	Prevailing Condtion
-- 
	F / U
UC 
	Fail Mode
-- 
	Cause
-- 

	System
PROPULSION 
	Defect
MD - M SIZE 
	Material
-- 
	Work Contact
J. FINCHER 
	Fail Date
04/14/1979 

	Received at MSFC
07/25/1979 
	Date Isolated
-- 
	FMEA Reference
2.1.1 
	IFA: Mission Phase
-- 
	Mission Elapsed Time
-- 

	Location
MAF 
	Symptom
-- 
	Time Cycle
-- 

	Effectivity Text
ET-7 AND SUBS 

	Vehicle Effectivity Codes

	Vehicle 1
-- 
	Vehicle 2
-- 
	Vehicle 3
-- 
	Vehicle 4
-- 
	Vehicle 5
-- 

	Mission Effectivity Codes

	Mssn 1
-- 
	Mssn 2
-- 
	Mssn 3
-- 
	Mssn 4
-- 
	Mssn 5
-- 

	Estimated Completion Dates

	MSFC Approved Defer Until Date
-- 
	Contractor Req Defer Until Date
-- 
	LVL 3 Close
-- 
	Remark / Action
-- 

	Investigation / Resolution Summary


	Last MSFC Update
10/07/1987 
	CN RSLV SBMT
05/01/1980 
	Defer Date
-- 
	Add Date
-- 
	R/C Codes
1 - DES -- -- 

	Assignee

	Design
R. ZAGRODZKY 
	Chief Engineer
-- 
	S & MA
D. NEWMAN 
	Project
C. CRANE 
	Project MGR
-- 

	Approval

	Design
R. ZAGRODZKY 
	Chief Engineer
-- 
	S & MA
D. NEWMAN 
	Project
J. ODOM 
	Project MGR
-- 

	PAC Assignee
C. NEWTON 
	PAC Review Complete
CN 
	MSFC Closure Date
05/21/1980 
	Status
C - CLOSED 
	F/A Completion
-- 

	Problem Type
-- 
	SEV
-- 
	Program Name
-- 
	REVL
-- 
	OPRINC
-- 

	FUNC MOD
-- 
	Software Effectivity
-- -- -- -- -- 
	Software Fail CD
-- 
	SUBTYPE
-- 
	Software Closure CD
-- 

	RES PERSON L2
-- 
	Approval Signature L3
-- 

	Related Document Type
-- 
	Related Document ID
-- 

	Related Document Title
-- 

	Related Document Type
-- 
	Related Document ID
-- 

	Related Document Title
-- 

	Related Document Type
-- 
	Related Document ID
-- 

	Related Document Title
-- 

	Contractor Status Summary


	Reliability/Quality Assurance Concerns, Recommendations:


	Problem Description
1. ABOVE PART REFLECTED NON CONFORMANCE TO MATERIAL SPECIFICATION STM

Q225 WHICH STATES THAT STRENGTH OF INTEGRAL CAST TEST BAR "B" SHALL BE

BETWEEN 32.0 AND 35.0 KSI, FOR THE ACCEPTANCE OF EACH PRODUCTION

CASTING. 2. REF. DOC. - MARS T09657 AND T22162

	Contractor Investigation/Resolution
1. CAUSE: REQUIREMENTS OF STM Q255 WERE NOT INCLUDED IN VENDOR

REQUIREMENTS. 2. RESOLUTION: MATERIALS ENGINEERING REVISE DWG

80921011910-001 TO ESTABLISH 32 TO 37 KSI REQUIREMENT ON VENDOR, CHANGE

ORDER NO. 1, CONTRACT RD9-798134

	MSFC Response/Concurrence





	MSFC Problem Reporting and Corrective Action (PRACA) System

	ASSESSMENT ADDENDUM REPORT




	MSFC Report#
A00413 
	IFA#
-- 
	Contractor RPT#
P-030 
	JSC#
-- 
	KSC#
-- 
	EICN#
-- 

	Asmnt Part#
-- 
	Asmnt Part Name
-- 
	Asmnt Serial/Lot#
-- 

	HCRIT CD
-- 
	FCRIT CD
-- 
	CAUSE CD
-- 
	FAIL MODE
-- 

	Asmnt FMEA
-- 
	Asmnt FM
-- 
	FMEA CSE
-- 
	FMEA SCSE
-- 

	Asmnt FMEA
-- 
	Asmnt FM
-- 
	FMEA CSE
-- 
	FMEA SCSE
-- 

	Asmnt FMEA
-- 
	Asmnt FM
-- 
	FMEA CSE
-- 
	FMEA SCSE
-- 

	Correlated Part#
-- 
	Correlated Part#
-- 
	Correlated Part#
-- 

	Associated LRU#
-- 
	Associated LRU#
-- 
	Associated LRU#
-- 

	MAJOR DESIGN CHANGES

	APRV DATE
-- 
	DESCRIPTION OF CHANGES
-- 

	ASSESSMENT TEXT



